
-Laucks
Testin\l Laboratories, Inc.
940 South Harney St.. Seattle.Washin~ton 98108 (206)767-5060

Chemistry.Miaob~and Technical Services

CLIENT: Alaskan Copper Works
P.O. Box 3546
Seattle, WA 98124
ATTN: Jim Brown

.'1

REPORT ON: LIQUID

SAMPLE
IDENTIFICATION: Submitted 05/03/88 and identified as shown below:

1) 10# 4-5-3200-M5875
2) . 10# 4-7-3200-M5B75
3) 10# 4-12-3200-M5875
4) 10# 4-14-3200-M5875
5) 10# 4-19-3200-M5875
6) 10# 4-21-3200-M5875
7) 10# 4-26-3200-M5875
8) 10# 4-28-3200-M5875

Certificate

LABORATORY NO. 9631

DATE: May 10, 1988

POI M5875

TESTS PERFORMED
AND RESULTS:

parts per million (mg/L)

_ 1_ _ 2_ _3_ _4_

Zinc 0.29 0.13 0.12 0.11
Copper 0.75 0.43 0.30 0.30
Chromium 0.84 0.70 0.71 1.1
Nickel 0.67 0.42 0.48 0.60

_5_ _ 6_ 7 _8_
-----"

Zinc 0.10 0.15 0.060 0.14
Copper 0.49 0.39 0.18 0.33
Chromium 0.98 1.2 0.74 1.1
Nickel 0.51 0.60 0.42 0.53

This report is submtted for the exetusiYe use of the person. pannership. or mrporation to whom it is addressed. Subsequent use of the name 0' this company or any
member 01 it. stalf In connectton with 1he advertising or sale 01 any product or process will be lTanled only on conO'aet. Thla company acceptS no responsibility axcept
tor the dua perf""""'" 01 Inspection and/or analysis In good laith and aceomlng to the rules of the treda and 01 sdence.

AKC-0015539



~laucks
Testing Laboratories, Inc.
940 South Harney St. Seattle.WashinliZton 98108 (206)767-5060

Chemistry. Microbi<:llosJy. and Technical Services

CLIENT: Alaskan Copper Works
P.O. Box 3546
Seattle. WA 98124
ATTN: Jim Brown

REPORT ON: LIQUID

SAMPLE
IDENTIFICATION: Submitted 05/03/88 and identified as shown below:

1) 10# 4-5-3200-M5875
2) . ID# 4-7-3200-M5875
3) 10# 4-12-3200-M5875
4) 10# 4-14-3200-M5875
5) 10# 4-19-3200-M5875
6) 10# 4-21-3200-M5875
7) 10# 4-26-3200-M5875
8) ION 4-28-3200-M5875

Certificate

LABORATORY NO. 9631

DATE: May 10. 1988

POD M5875

TESTS PERFORMED
AND RESULTS:

parts per million (mg/L)

_ 1_ _ 2_ _3_ _4_

Zinc 0.29 0.13 0.12 0.11
Copper 0.75 0.43 0.30 0.30
Chromium 0.84 0.70 0.71 1.1
Nickel 0.67 0.42 0.48 0.60

_ 5_ _6_ 7 _8_
~

Zinc 0.10 0.15 0.060 0.14
Copper 0.49 0.39 0.18 0.33
Chromium 0.98 1.2 0.74 1.1
Nickel 0.51 0.60 0.42 0.53

•

•~. This report is submitted for the exclusive use of the persa1. partnership. or cnrpor.tion to whom it Is addressed. SlA:)sequent usa of the name 0' this company or any
• member of Its steff In connection wilh the advenising or ..Ie 01 any product or process will be granted only on con...et. This company accepts no responsiblltty excePt

for the due performance of inapectlon andJOf analysis In good faith and SCCOldlng to the rules of lhe trade and of sdence.

AKC-0015540



~laucks
Testing Laboratories, Inc.
940 South HarneySI.. Seattle.Washington 98108 (206)767-5060

Chemistry. MicrobioIoqy. and Technical Services

CLIENT: Alaskan Copper Works
P.O. Box 3546
Seattle, WA 98124
ATTN: Jim Brown

~.

REPORT ON: LIQUID

SAMPLE
IDENTIFICATION: Submitted 05/03/88 and identified as shown below:

1) 10# 4-5-3200-M5875
2) 10# 4-7-3200-M5875
3) 10# 4-12-3200-M5875
4) 10# 4-14-3200-M5875
5) 10# 4-19-3200-M5875
6) 10# 4-21-3200-M5875
7) 10# 4-26-3200-M5875
8) 10# 4-28-3200-M5875

Certificate

LABORATORY NO. 9631

DATE: May 10, 1988

PON M5875

TESTS PERFORMED
AND RESULTS:

parts per million (mg/L)

_ 1_ _ 2 _ _3_ _4_

Zinc 0.29 0.13 0.12 0.11
Copper 0.75 0.43 0.30 0.30
Chromium 0.84 0.70 0.71 1.1
Nickel 0.67 0.42 0.48 0.60

_ 5_ _6_ 7 _8_--..
Zinc 0.10 0.15 0.060 0.14
Copper 0.49 0.39 0.18 0.33
Chromium 0.98 1.2 0.74 1.1
Nickel 0.51 0.60 0.42 0.53

This report Is submllted for the exclu.lve u.e 01 the person. partnership. or COfllOretion to whom It i. eddressed. Sub.equent uaa of the neme 01 thiS company or any
mamber of Ita staff In connection with "a advertl.lng 0( sale of any prodUC1 t:I procesa wifl be granted only on contract. Thla company accepta no rasponslbUity .xc.pt
fO( th. due perfortT'enCe of inspection and/O( analysiS In good faith and according to tile rules 01 tha trade and 01 sc:ience.

AKC-0015541
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"taucks
Testin~Laboratories, Inc.
940 South Harney St., Seattle, Washington 98108 (206) 767-5060 FAX 767-5063

Certificate

REPORT ON: DISCHARGE

Chemistry.Microbio~ and Technical Services

CLIENT:

@
Alaskan Copper Works
P.O. Box 3546
Seattle, WA 98124
ATTN: Jim Brown

LABORATORY NO. 10177

DATE: June 10, 1988

PO# M6116

SAMPLE
IDENTIFICATION: Submitted 06/02/88 and identified as shown below:

ID# 3600-M6116

TESTS PERFORMED
AND RESULTS:

parts per million (mg/L)

Zinc ---------------------------------- 0.15
Chromium ------------------------------ 0.023
Copper -------------------------------- 0.031
Nickel -------------------------------- 0.03

Laucks Testing Laboratories. Inc.

~lL-
BG:emt

This report is submitted for the exclusive use of the person, partnership, or corporation to whom it is addressed. Subsequent use of the name of this company or any
member of its staff in connection with the advertising or sale of any product or process will be granted only on contract. This company accepts no responsibility except
for the due performance of inspection and/or analysis in good faith and according to the rules of the trade and of science.

AKC-0015554


